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Add: 30th Floor, North Tower, Jinmao Square, Yuelu District,

Tel: +86 731 8878-7781

Changsha, Hunan, China

Fax: +86 731 8478-8292

g R SPECIALISED PIPE AND FITTINGS 7 AEWIEE LD UE] 5%+ HSC0250033-CQ1
PURCHASER AUSTRALIA PTY LTD PRODUCTS WELDED STAINLESS STEEL PIPES ~ |CERT NO
ERGIE TR e —— %R HM
HSCO 250033 _SPFA 12734 % SOLID SOLUTION P!
CONTRACT NO = DELIVERY CONDITION By ONBIEKLING ' orearissue 2025{4/3
batlE &A1 ASTM A312/A312M - 24a R S ASMIE B36.19
STANDARD & GRADE TP316/316L SPECIFICATION :
Fi AR 56 TENSILE TEST (Mpa) #ili CHARPY V NOTCH e
(=g =A F0l !~ R = fte S )| = E e =AY e
b P RF SPECS A - (BASE METAL) IMPACT TEST 0°C(L90-7.5-0) AL, ARRLEE | KL ARG NDT
oD WT oD WT L , , (LA JRAEHURITS - HYDRO | i Urek
HEAT NO PCS MT JHARYS | FiAHTS 1 2 3 END HANDLING | GRAIN SIZE
(INCH)| (Sch) | (Mm) | (MMm) | (M) i it EL% Weld Seam TEST X RAY
N241113AY05 | 6" 105 | 168.3 25.806 | 327/344 |654/661| 53/55 648-655 / / / Vitaulic Roll Groove Level 5 / PASS
N241122AX06 | 6" 10s | 168.3 \551 25.806 | 332/316 |636/626| 56/53 628-632 / / / Vitaulic Roll Groove Level 5 / PASS
A241029AB21 | 6" 105 | 1683 3.4 5.1 165 | 11.828 | 351/356 |653/655| 56/56 671/646 / / / Vitaulic Roll Groove Level 5 / PASS
“1 TOTAL: 885 63.440
f 627)45>  CHEMICAL COMPOSITION % (BASE METAL) VIS hi & ilh e | AR AR
. < Intergranular VISUAL & DIMENSIONAL
HEAT NO C Si Mn P S Cr Ni Mo N Cu FLATTEN BEND Corrosion HRB CHECR
N241113AY05 | 0.017 | 0.42 1.04 | 0.040 | 0.001-|-16:560 1005 2 0.035 y / PASS PASS 82 PASS
N241122AX06 | 0.018 | 063 | 1.04 | 0.032 | 0.002 |[16/420 |+ 1 2 0.030 / / PASS PASS 82 PASS
A241029AB21 | 0.021 | 0.31 1.07 | 0.033 ‘0:00‘2“‘1’6100“‘1&@1 2.03 0.036 / / PASS PASS 81 PASS
(R ‘) O '!Eb
A LI P a bl . SN~ T
eI A /‘&W\ﬁeﬁ,@\ A\ mewiss
s A ~
s A7 i BRI AR HE B R B T ARG 56, 5 SRR, ARk UEY]. ISSUER l&/ NZ “\93 i QC DEPT STAMP
T r |3
NOTE: WE HEREBY CERTIFY THAT THE MATERIALS HAS BEEN MANUFACTURED & TESTED IN ACCORD T =S
' WITH REQUESTED STANDARD & GRADE, AND ITS RESULTS MEET THE REQUIREMENTS. ; %
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Zhejiang Shengjie Titanium Tehnology Co.,Ltd.
EF4R B Certificate No.: MTC-SJ250305501

TQR/ZSJ-3.10-07-0/A

7k B B R
MILL TEST CERTIFICATE

HEN.: TS2733195-2025

% FF"CUSTOMER: 4 @8 Contract N.: HSCOCG250033 TR Standards: ASTM A312/A312M-24a
E ] #S s RS SHi¢,mm &7, mm KEEmm | li3ie.mm ift Hif kg TR
Product Model Lot No. Heat No. Grade OD. Thick. L. Bend radius Pieces N. Weight kg Condition of Delivery
S$J2503055-1 N241113AY05 TP316/316L 168.3 3.400 5100 / 125 /
AR E $J2503055-2 N241113AY05 TP316/316L 168.3 3.400 5100 / 125 I 8% Bk
lid i ickli
WELDED STAINLESS STEEL TUBES SJ2503055-3 N241113AY05 TP316/316L 168.3 3.400 5100 / 110 / Solisolion plckii
SJ25030554 N241122AX06 TP316/316L 168.3 3.400 5100 / 125 /
k2 4rHrChemical Analysis (%) : ASTM E1086-22
1P EHeat No. Ju# Element (] Si Mn P S Cr Ni Mo N Cu
N241113AY05 £}#4Base Metal 0.017 0.42 1.040 0.040 0.001 16.560 10.050 2.00 0.035 /
N241113AY05 £} FiBase Metal 0.017 0.42 1.040 0.040 0.001 16.560 10.050 2.00 0.035 /
N241113AY05 £} #4Base Metal 0.017 0.42 1.040 0.040 0.001 16.560 10.050 2.00 0.035 /
N241122AX06 £} #4Base Metal 0.018 0.63 1.040 0.032 0.002 16.420 10.020 2.00 0.030 /
g ¥ B8 Performance test (1 N/mm2 = 1MPa. 10 BAR = 1MPa)
Hi {4 Tensile test BijE rhiik s Timpact test
. —_— Hardness 3 g ey T ez S hgE] AT hRAE R AR TE bzt 3
ﬁtﬁ' FLHESRIE R s (ASME BE i Ref Py Test ltems Test And Acceptance Standard Test f;r'sult
Lotho. (T.S.)Rm/Mpa (Y.S.)Rp0.2/Mpa (EL.)A/% HRB/HRC | Temperature | Impact of Size Kvz 24 J
BM654/661 BM327/344 BM53/55 R .
SJ2503055-1 WE48/655 W321/335 W52/53 82(HRB) / / #5i419:% Flanging Test /
BM635/641 BM331/328 BM56/54 e s .
SJ2503055-2 W631/645 W333/343 VWES/56 83(HRB) / / JE 335 Flattening Test / /
BM635/638 BM337/342 BMS56/56 e .
SJ2503055-3 W629/636 W335/339 W55/56 82(HRB) / / % i 9:4 Benging Test ASME SA370 & Rpass
BM636/626
BM332/316 BM56/53 s : .
SJ2503055-4 W628/632 W319/326 \W54/55 81(HRB) / / 4" 119:44 Flaring Test / /
7= fh F A #35 Other Inspections
ok hgE] PAT AR b dE B R HrmH PUTIRIE R S lbr PEE AR
Test items Test And Acceptance Standard Test Rrsuit Test ltems Test And Acceptance Standard Test Rrsult
Fe@F A Visual i .
Examination ASTM A312 # fpass JKIE %34 Hydrostatic Test / /
Fest Size ASTM A312 4 ikpass 7K F“UHik%E Underwater Air Tightness test / /
(8154 ol Inte_rgranular ASTM A262 E Llkpass #Aifike 3 Eddy Current Testing /
Corrosion
suBiFF A4S Grain Size ASTM E112 5% 175§ 34 Ultrasonic Testing /
X-51 4K 3 X-Ray Inspection ASME VIll UW-51 | ~-4

W D ERRBHSH FTRY SR 5CHIZY H %, Remark: The above items with inspection resuit are those which have been made already.

it Quality guarantee

EXAFF GBI RERERITE- SRR, BREREHE.
The company’s products are strictly in accordance with the standards of production and inspection, the inspection results are qualified,

R4 5 K 9 9T (E A\ Test and inspection responsibility :

ok

H 4iDate. 2025.03.11

i EAF 72 8 41 9t A Quality Management Department.
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Add: No. 8 Xianghong Road, Jianshan New District, Haining City, Zhejiang Province, P. R. China
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Zhejiang Shengjie Titanium Tehnology Co.,Ltd. MIL L TE ST C ERTI FI C ATE ML TSm0

iEF 4R SCertificate No.: MTC-SJ250305502

% P CUSTOMER: £ [@SContract N.: HSCOCG250033 PATHRAE Standards: ASTM A312/A312M-24a
RS S 1S RS Sh4E.mm B mm KEE.mm | EEE.mm S X i kg ZRIRE
Product Model Lot No. Heat No. Grade OD. Thick. L. Bend radius Pieces N. Weight kg Condition of Delivery
$J2503055-5 N241122AX06 TP316/316L 168.3 3.400 5100 / 125 1
TARREE " $J2503055-6 N241122AX06 TP316/316L 168.3 3.400 5100 / 110 / AR
WELDED STAINLESS STEEL TUBES SJ2503055-7 . A241029AB21 TP316/316L 168.3 3.400 5100 / 125 1 Solidsaldhen. pERing
S$J2503055-8 " A241029AB21 TP316/316L 168.3 3.400 5100 / 39 /
{44 HrChemical Analysis (%) : ASTM E1086-22
15 Heat No. Ju£ Element C Si Mn P S Cr Ni Mo N Cu
N241122AX06 B} #4Base Metal 0.018 0.63 1.040 0.032 0.002 16.420 10.020 2.00 0.030 /
N241122AX06 £} #4Base Metal 0.018 0.63 1.040 0.032 0.002 16.420 10.020 2.00 0.030 /
A241029AB21 £} §4Base Metal 0.021 0.34 1.070 0.033 0.002 16.400 10.010 2.03 0.036 /
A241029AB21 i #4Base Metal 0.021 0.34 1.070 0.033 0.002 16.400 10.010 2.03 0.036 /
g ¥ % Performance test (1 N/mm2 = 1MPa. 10 BAR = 1MPa)
Rif#it 44 Tensile test i Mt Timpact test
2 2 - Hardness ; s o hgE] PATERAE R A AR e BREER
J&E HRESRIE FERRSEIT SEfE (ASME B LRSS TS ik Test items Test And Acceptance Standard Test Rrsuit
t No.
£l (T.S.)Rm/Mpa (Y.S))Rp0.2/Mpa | (EL.)A/% HRB/HRC | Temperature | Impact of Size| Kvz24J
BM&50/639 BM350/338 BMS55/55 S .
SJ2503055-5 WE38/661 W331/359 W54/56 82(HRB) / / / #421119:%; Flanging Test /
BM629/648 BM333/353 BM54/56 T 5
SJ2503055-6 W663/628 W355/327 W56/53 82(HRB) / / / Hikg3:% Flattening Test / /
BM622/636 BM321/332 BM53/54 ey ;
S$J2503055-7 WE44/653 W346/354 W55/56 80(HRB) / / / % i 91:% Benging Test ASME SA370-2024 4 Fipass
BMB53/655 BM351/356 BM56/56 T i
SJ2503055-8 W671/646 W372/348 W58/55 81(HRB) i / / ¥ 119:8% Flaring Test / /
7= H {2 #5 Other Inspections
GWBE AT IRUE R AR dE RS R KEmiH PUThRAE R S BURrE Kedass it
Test Items Test And Acceptance Standard Test Rrsuit Test ltems Test And Acceptance Standard Test Rrsult
F il it Visual ASTM A312 % Hspass /K Hiik3% Hydrostatic Test / /
Examination
Rt Size ASTM A312 4 H4pass JKF4UEiL % Underwater Air Tightness test / 7
A (834 i Intergranular ASTM A262 E 4 Hapass #¥it4# Eddy Current Testing /
Corrosion
s& R XS4 Grain Size ASTM E112 54 Bz § Ultrasonic Testing /
X-41 2 ¥ 84 X-Ray Inspection ASME VIl UW-51

Bl RIS B T e B4R CHI%5 H 6% . Remark: The above items with inspection result are those which have been made already.

Bt 7 # Quality guarantee =
AATERKBEHEEERITESSRER, RBLGERGK. >

The company's products are strictly in accordance with the standards of production and inspection, the inspection results are qualified,

LA #
185 5 ¥ 8% #{F A Test and inspection responsibility: %& {1 §iDate. 2025.03.11 SRS B R £ gt A Quality Management Department; _ZE‘ ﬁ : .z\_‘f{)r‘Date: 2025,9):},-1’1

P bk IR E A 1T K HAL#46 S o
Add: No. 8 Xianghong Road, Jianshan New District, Haining City, Zhejiang Province, P. R. China



