NATA

ACCREDITED FOR

TECHNICAL
COMPETENCE

Accreditation no. 19898

Company Name:
Crane Make & Model:

Length of Rope:

Rope Construction:
Surface Finish:
Direction of Rope Lay:

CraneSafe
Wire Rope Certificate

Metcalf Crane Services Pty Ltd

Grove GMK3060

170.00m

CASAR Eurolift non-rotating
Uncoated

Ordinary Right Hand Lay

Crane Serial No.:
Year of Manufacture:

Wire Rope Application:

Rope Termination (End 1):
Rope Termination (End 2):

Rope Diameter:

Certificate No:
ATC R.1 203986-16.1

30604121
2018

Main Hoist

Wedge Type Socket
Poured Socket
16.00mm

Decision: Pass

Position Inspected (approx.

10 31 52 73 94 115 160
metres)
Number of Visible Wire Breaks
(over a length of 6x the rope's 0 0 0 0 0 0 0

dia)
AS2759-2004 Clause 14.4

Degree of Damage and
Deformation of Rope 0 0 0 0 0 0 0
AS2759-2004 Clausel4.13

Abrasion of
Outer Wires Deg_ree o_f 0 0 0 0 0 0 0
AS2579-2004 Deterioration
Clasue 14.9
Corrosion Degree of
AS2759-2004 gree o 0 0 0 0 0 0 0
Deterioration
Clausel4.8
Reduction of | - Measurement 16.40 16.40 16.40 16.50 16.50 16.40 16.50
Rope (mm)
Diameter M R
As2759-2004 | lCaSUTEmen 16.50 16.40 16.40 16.50 16.50 16.50 16.50
Clause14.9 90° (mm)

Additional Comments

Degree of Deterioration:
= slight, 2 = medium, 3 = high, 4 = very high, 5 = discard

At time of inspection, the rope measurements and construction was in accordance with
the requirements of AS2759 - 2004 Section 13 and the operators manual supplied with
the crane.

Date Inspected: 15/07/25
Date Issued: 22/07/2025

John Carroll
Assessor No: VIC1017

CraneSafe’

Accredited for compliance with ISO/IEC 17020
NATA is a signatory to the ILAC Mutual Recognition Arrangement for the mutual recognition of the equivalence of testing, medical testing, calibration and inspection reports
© The Crane Industry Council of Australia 2009
All CraneSafe forms, checklists, surveys, audits and reports together with the embedded methodology contained within are the intellectual property of The Crane Industry Council
of Australia and may not be use without The Crane Industry Council of Australia's prior written consent.
Page 1 of 2



Supporting Documents

Additional Comments
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Accredited for compliance with ISO/IEC 17020
NATA is a signatory to the ILAC Mutual Recognition Arrangement for the mutual recognition of the equivalence of testing, medical testing, calibration and inspection reports
© The Crane Industry Council of Australia 2009
All CraneSafe forms, checklists, surveys, audits and reports together with the embedded methodology contained within are the intellectual property of The Crane Industry Council
of Australia and may not be use without The Crane Industry Council of Australia's prior written consent.
Page 2 of 2



NATA

N

ACCREDITED FOR

TECHNICAL
COMPETENCE

Accreditation no. 19898

Company Name:
Crane Make & Model:

Length of Rope:

Rope Construction:
Surface Finish:
Direction of Rope Lay:

CraneSafe
Wire Rope Certificate

Metcalf Crane Services Pty Ltd

Grove GMK3060

170.00m

CASAR gHrolift non-rotatinW
kncoated

hrdinary RiW t uand Lay

Crane Serial No.:
Year of Manufacture:

Wire Rope Application:

Rope Termination (End 1):
Rope Termination (End 2):

Rope Diameter:

Certificate No:
ATC R.2 203986-16.1

30604121
2018

AHE uoist

PoHred Socpet

U edWe TyOe Socpet
16.00mm

Decision: Pass

Position (nsOected xaOOroE.

10 31 52 73 94 115 160
metres)
NHmber of Visible U ire Breaps
xover a lenWl of 6E tl e roOe's 0 0 0 0 0 0 0

dia)
AS2759-2004 ClaHse 14.4
DeWee of DamaW\é and

Deformation of RoOe 0 0 0 0 0 0 0
AS2759-2004 ClaHse14.13

Abrasion of
hHter U ires DeWee qf 0 0 0 0 0 0 0
AS2579-2004 Deterioration
ClasHe 14.9
Corrosion
AS2759-2004 Devee of 0 0 0 0 0 0 0
Deterioration
ClaHsel4.8
RedHction of | - MeasHrement 16.50 16.50 16.40 16.50 16.40 16.40 16.40
RoOe xmm)
Diameter M H R
As2759-2004 | ClCaSTrEMen 16.40 16.50 16.40 16.10 16.40 16.40 16.40
ClaHse14.9 90° xmm)

Additional Comments

DelWee of Deterioration:

=sliWt 2 =mediHn, 3 =1iW, 4 =very !l iW, 5 = discard

At time of insQection, tl e roOe measHrements and constrHction was in accordance witl
tl e reqHirements of AS2759 - 2004 Section 13 and tl e oOerators manHal sHOOlied witl
tl e crane.

Date (nsOected: 15/07/25
Date (ssHed: 22/07/2025

Jol n Carroll
Assessor No: V(C1017

Accredited for comOliance witl (Sh/(gC 17020
NATA is a si\hatory to tl e (LAC MHtHal RecoWhition ArranW\ement for tl e mHtHal recoWhition of tl e eqHivalence of testinW medical testinW calibration and insOection reQorts

© The Crane Industry Council of Australia 2009

CraneSafe’

All CraneSafe forms, cl ecplists, sHrveys, aHdits and reOorts toWetl er witl tl e embedded metl odoloW contained witl in are tl e intellectHal OroQerty of Tl e Crane (ndHstry CoHncil

of AHstralia and may not be Hse witl oHt Tl e Crane (ndHstry CoHncil of AHstralia's Orior written consent.
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Supporting Documents

Additional Comments

Accredited for comQliance witl (Sh/(gC 17020
NATA is a si\Whatory to tl e (LAC MHtHal RecoWhition ArranWwement for tl e mHtHal recoWhition of tI e eqHivalence of testinW medical testinW calibration and insOection reQorts
© The Crane Industry Council of Australia 2009
All CraneSafe forms, cl ecplists, sHrveys, aHdits and reOorts toWetl er witl tl e embedded metl odoloW contained witl in are tl e intellectHal OroQerty of Tl e Crane (ndHstry CoHncil
of AHstralia and may not be Hse witl oHt Tl e Crane (ndHstry CoHncil of AHstralia's Orior written consent.
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rﬁr\A CraneSafe’

v Certificate No:
ATC HB.1 203986-16.1

Hook Block Certificate

TECHNICAL
COMPETENCE

Accreditation no. 19898

Company Name: Metcalf Crane Services Pty Ltd Crane Serial No.: 30604121
Crane Make & Model: Grove GMK3060 Year of Manufacture: 2018
Item Inspected
AS1418.5-2013 Annex K.1
MANUFACTURERS ID no. 3276193
Hook FORM OF HOOK Ramshorn
Block NOMINAL LIFTING LOAD 40000kg
MASS 360kg
AS1418.5-2013 Annex K.3
NUMBER OF SHEAVES 3
ROPE DIAMETER 16mm
KIND OF MATERIAL Metal
GROOVE WEAR |Z
Sheave BRUISING C%g
ROTATING / BEARING g
CRACKS ™~
CHIPS ™
AS1418.5-2013 Annex K.2
WEAR %
CRACKS ™~
DEFORMATION ™
Lifting SAFETY LATCH %
Hook SWIVEL ~
BEARING %
HOOK BRUISING ™~
Y - Y MEASUREMENT 140mm
AS1418.5-2013 Clause 4.2.13
At time of Inspection, the hook block was in accordance with the requirements of AS1418
Part 5 2013 and the load charts supplied with the crane.
Date Inspected: 15/07/25 John Carroll -
Date Issued: 22/07/2025 Assessor No: VIC1017 C ram esafe

Accredited for compliance with ISO/IEC 17020
NATA is a signatory to the ILAC Mutual Recognition Arrangement for the mutual recognition of the equivalence of testing, medical testing, calibration and inspection reports
© The Crane Industry Council of Australia 2009
All CraneSafe forms, checklists, surveys, audits and reports together with the embedded methodology contained within are the intellectual property of The Crane Industry Council
of Australia and may not be use without The Crane Industry Council of Australia's prior written consent.
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rﬁr\A CraneSafe’

v Certificate No:
ATC HB.2 203986-16.1

Hook Block Certificate

TECHNICAL
COMPETENCE

Accreditation no. 19898

Company Name: Metcalf Crane Services Pty Ltd Crane Serial No.: 30604121
Crane Make & Model: Grove GMK3060 Year of Manufacture: 2018
Item Inspected
AS1418.5-2013 Annex K.1
MANUFACTURERS ID no. 7206891
Hook FmRM mF HmnmK Sinhle
Block NMMINAL LIFTING LmAD 7000kh
MASS 100kh
AS1418.5-2013 Annex K.3
NUMBER mF SHEAQES N\A
RmPE DIAMETER N\A
KIND mF MATERIAL N\A
GRmmgE WEAR N\A
Sheave
BRUISING N\A
RMTATING VBEARING N\A
CRACKS N\A
CHIPS N\A
AS1418.5-2013 Annex K.2
WEAR %
CRACKS ™~
DEFmRMATIMN %
Lifting SAFET/ LATCH ™~
Hook SWIgEL ~
BEARING %
HrMK BRUISING ™~
/ -/ MEASUREMENT 117YY
AS1418.5-2013 Clause 4.2.13

At tiY e of Inspection, tbe book wlock gas in accordance qitb tbe reu5ireY ents of AS1418
Part 7 2013 and tbe load cbarts s5pplied qitb tbe crane.

Date Inspected: 17\0027 Jobn Carroll

®
Date Iss5ed: 22\00\2027 Assessor No: glC1010 C ranm esafe

Accredited for coY pliance qitb ISmMEC 10020
NATA is a sihnatory to tbe ILAC M5t5al Recohnition ArranheY ent for tbe Y 5t5al recohnition of tbe eu5ivalence of testinh, Y edical testinh, caliwration and inspection reports
© The Crane Industry Council of Australia 2009
All CraneSafe forY s, cbecklists, s5rveys, a5dits and reports tohetber qitb tbe eY wedded Y etbodolohy contained qitbin are tbe intellect5al property of Tbe Crane Ind5stry Co5ncil
of A5stralia and Y ay not we 5se qitbo5t Tbe Crane Ind5stry Co5ncil of A5stralia's prior qritten consent.
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