
SMU E CMU FMU C
SAMPLE LAB

LCN
Cu Fe Cr Pb Al Si Sn Ni Mn V Ti Ag Sb UST UOXI UNIT USUL TAN TBN

IDENT SAMPLE INFORMATION ELEMENTAL ANALYSIS FTIR ANALYSIS MISC

DATE DATE Copper Iron Chromium Lead Aluminium Silicon Tin Nickel ManganeseVanadium Titanium Silver Antimony Soot Oxidation Nitration Sulfation Acid # Base #

OIL

ADD Membrane Patch ColourimetryLife %

MPCRULER

Sulfur

S COL

ColourAcid Number

AN

258237<1<1<1<1<1<1<142<1<11441898891417/Jul/2306/Jul/23Y801A801 2791 801

257212<1<1<1<1<1<1<162<111051876993326/May/2322/Apr/23N674A674  674

26102114<1<1<1<13<1<1114<1244401808880927/Nov/2216/Nov/22B316  316

248188<1<1<1<13<1<1155<1236251718641801/Apr/2230/Mar/22N316B316  316

SMU E OIL BRAND
OIL Ca Mg Zn P Mo B Ba Cd V40 V100 F Na K WAT WKF PQ DEP PC4 PC6 PC14 PC38 PC50 ISO

IDENT FLUID CHARACTERISTICS PHYSICAL TESTING PARTICLE ANALYSIS

GRADE Calcium Magnesium Zinc PhosphorusMolybdenum Boron Barium Cadmium Vis. 40C Vis. 100C Fuel % Sodium Potassium Water Water PPM PQ Index Deposits >4 µm >6 µm >14 µm >38 µm >50 µm ISO 4406

GLYC

Glycol ISO 4407

ISO4407Li

LithiumHydroxyl

OH

N--B3<0.1<12<2.013.397<1<13129705806379126115W40CAT DEO ULS CK-4A801 <1

LM-B70.1<13<2.013.094<1<142348369554481542OILUNKNOWNA674 <1

LM-B190.124<2.011.982<1420268039724951575CAT FACTORYB316 <1

LM-B9<0.114<2.011.578<14303387510364871811CAT FACTORYB316 <1

CURRENT SAMPLE

A DATE 06/07/2023 LCN 18988914NO ACTION REQUIRED

A DATE 22/04/2023 LCN 18769933NO ACTION REQUIRED

TOOK 11 DAYS TO REACH LAB INTERPRETED BY Anthony Marshall ANALYSED BY shabrow MAINTENANCE

INTERPRETED BYPREVIOUS SAMPLE TOOK 34 DAYS TO REACH LAB Craig Boyden   Cert SOS SI 1 ANALYSED BY lynfern MAINTENANCE

SHOP JOB/SEGMENT

117441015

Express Post Satchels can be recycled. Please return any unused satchels.Condition Monitoring Centre

COMPONENT INFORMATION

Make   :

Model :

S/N :

M/M : CATERPILLAR  236D

S/N  : AZ600545 

LOC : Rockhampton 

UNIT INFORMATION

Viscosity appears typical of 15W40 grade oil.Wear levels below the 5 micron range appear acceptable.Other test results appear 

acceptable.Suggested Action:Continue sampling at the recommended interval. Sample Notes:

Viscosity is consistent with oil type indicated. Wear levels below the 5 micron range appear acceptable. All other tests appear acceptable. 

Suggested action: Continue sampling at the recommended interval. Sample Notes: Normal - Interval: 250




