Keq-1D

<SIBA3H 9312 -110A Quality Control Record QF-043
Street, ULTRASOUND THICKNESS REPORT Rev: 3
Westlock, AB  [Tank SIN —________ [WONo. Test Dato.

) ( 780-349-4282 46ANM062MC1567217 SV-23245 NOV. 30- 2022
Owner Tank Mr Tank Spec Mfr Date |Retest Required On
Clean Harbors Energy & Industrial HAMMS TC406 Oct 2012

[TesT Location Uit No Cei on Date [Onginal Test Date |
26 Airport Road WESTLOCK 790002 Jan 2013 OCT. 2012
Fort McMurray, AB T9H Tank Type VIN
5B4 PRESSURE TRUCK 1NKDL70X5DJ962923
Phone TCRN/MDIN/CRN Material MAWP # Compartments
780-743-0222 406 MS 03 EL A36/A1011 20.7KPA 2
INSTRUMENTATION AND CALIBRATION
Serial Number Material Test Block |Reading Front Rear
091315906 I- STEEL 0.200 I- 0.200
TQaeP MW TP
P/SD/S 1 5 . s D/SP/S
BTM 3 BTM
Floor Seam Is landmark
THICKNESS THRESHOLDS
[Part Source [NomNew 8% loss __ JNom Min._|ReparorReject |
Heads |[Nameplate Chart 0.134 0.104
Shell Nameplate Chart | 0.134 0.090
Floor Nameplate Chart 0.188 0.090
THICKNESS READINGS
D/S P/S TOP BTM D/S P/S | FRONT| REAR
FRONT: SHELL 1] 0.089 0.088 MANWAY
SHELL 2 0.086 0.084 SUMP
SHELL 3 0.085 FLOAT CAN
SHELL 4 UPPER COUPLER
SHELL 5 FRONT MANIFOLD
FH MID 0.099 N1
FH OUT 0.095 N2
RH MID 0.089 0.090 0.097 N3
RH OUT 0.880 0.089 0.092 N4
Comments:

DUE TO MANY MEASUREMENTS LOWER THAN MINIMUM THIS TANK IS NOT FOR DANGEROUS GOODS

[Current Disposition of Tank Tested:

Returned to Service O

Repair Required O

Condemned {removed from service) X

CERTIFICATE OF INSPECTION COMPLIANCE

We certify that the statement in this report are correct and the said unit has been inspected in accordance with
D.O.T. Regulations, Transport Canada Regulations and Alberta Regulations.

a_Wabash Mfg Inc - TC TDG Certificate of Registration #25-93

Tester Signature M

Tester: / MAURY LITKE
Title: ~" INSPECTOR
Date: NOV. 29- 2022




